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Dwg NO. | A1 Dwg NO. A2
Thickness| (). 85 : Thickness| 0.9 & A
(mm) N (mm) :Ll:
— . 57. 024
Weight | 0.412 2L Weight | - 492 '
(kg/m) (kg/m)
14. 3
Dwg NO. A3 pwgno.| M
Thickness 0.9 o ; Thickness 0.9
(mm) N (mm)
: o b
(kg/m) (kg/m) 22.7
25.5 11. 6
Dwg NO. Ab Dwg NO. A6 =_l
Thickness 0.9 © Thickness 0.9 ;
(mm) q % (mm)
Weight 0. 347 L l Weight | 0.416 25.5
(kg/m) 5.5 (kg/m)
43
Dwg NO. A7 Dwg NO. A8 182
Sz s
Thickness 1 2[ ' | Thickness 1.6
(mm) TR T (mm) E3
Weight | 0. 471 Weight | 1.102 &
(kg/m) (kg/m)
Dwg NO. | A9 Dwg NO.| AIl0
Thickness| 1.6 Thickness 1.6 o
(mm) o (mm)
<
Weight | 0.883 5 Weight | 0.913
(kg/m) (kg/m)
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Dwg NO.| A1l bwg no. | D12
02 T
Nel
Thickness| 1.1 Thickness| 1.1 o -
(mm) (mm) =
Weight | 0.86 Weight | (. 894
(kg/m) (kg/m) 102
16
Dwg NO. | Al3 Dwg NO. Al4
N
Thickness| | = Thickness 1 o
(mm) (mm) C T 2[
Weight 0. 472 B Weight 0. 286
(kg/m) (kg/m) 43.4
Dwg No. | Ald Dwg No.| Al6
pi]
. < . ! \
Thickness 1 af o Thickness 0.8 m
(mm) © (mm)
‘ 1.6 ‘
Weight | 0.174 j Weight | 0.112 it
(kg/m) (kg/m)
Dwg NO. | A17 19.1 Dwg NO.| Al8
Thickness 1 L Thickness 1 !
(mm) (mm) A i S
145. 2
Weight 0.116 Weight 0. 664
(kg/m) (kg/m)
Dwg NO. A19 Dwg NO. A20
‘ L6 S
Thickness| 4 = XD Thickness 1.3 f f t
(mm) ‘ 1 0L 3 ! ‘ (mm) : “ u “
Weight 0.92 Weight 0. 861
(kg/m) (kg/m)
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Dwg NO. | A21 bwgno.| A2

Thickness| 1.3

. ] Thickness 14. 1 - i : =
(mm) 1%.9 (mm)

=

Weight 0.71 Weight L 113
(kg/m) (kg/m)
3]
Dwg NO. A23 | 186 Y Dwg No. | A24
21,
(IN____ / UA]
Thickness 1.4 Thickness 1.4
(mm) (mm)
Weight 0.303 Weight 0. 106
(kg/m) (kg/m)
Dwg NO. AZ5 Dwg NO. A26
—
Thickness 1 Thickness 2 =
(mm) (mm) B T
weight | 0.096 Weight | 0. 705 e
(kg/m) (kg/m) 70.7)
Dwg NO. | A27 Dwg No. | A28
% %5 J
Thickness| 0.9 ﬂ'l ! ! “ Thickness| 1
(mm) ‘ ‘ (mm)
! 117 | W
weight | 0434 Wweight | 0-221 -
(kg/m) (kg/m)
@
13.4
7
Dwg NO. | A29 Dwg No.| A30

Thickness 0.8
(mm)

Thickness| 1.1
(mm)

Weight | 0.138 Weight | 0. 182
(kg/m) (kg/m)
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Dwg NO.| A3l Dwg NO. | A32
Thickness 1.2 S+ ¥ =N\ Thickness| (.8 )
(mm) (mm) |
1%
Weight 0. 697 Weight 0.41 70,2
(kg/m) (kg/m)
Dwg NO. A33 Dwg NO. A34 97.0340.86
15.86+0.23
Thickness 1.1 J Thickness| 0.8
(mm) oy (mm)
g 83.44
Weight 0. 064 - Weight | 0. 267
(kg/m) (kg/m)
Dwg NO. | A35 Dwg NO. | A36 13.70.86
68.840.86 A
N
Thickness| (. 9 Thickness| 0.9
(mm) (mm) T
7240.86
Weight | 0.271 35.4 Weight 0. 296
(kg/m) (kg/m) :
A38
Dwg NO. | A37 Dwg NO.
Thickness| (. 9 oo Thickness| 0.8 ;]:
(mm) I (mm)
18,9
Weight 0.24 Weight [ 0.08
(kg/m) (kg/m)
bwg No. | 439 bwg NO. | A40
0,9
Thickness 1 ] Thickness| (g TE
(mm) " _"[ (mm) -
16, 3 12,4
Weight 0.13 weight | 0.06
(kg/m) (kg/m)
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Dwg NO. Al Dwg NO.| A42
1,1
Thickness 1.1 ] " _xl— Thickness| (7
(mm) ’ 6.6 (mm)
Weight 0.11 Weight 0. 068
(kg/m) (kg/m)
Dwg NO. | A43 Dwg NO.| A44
N
Thickness 1.1 ? Thickness 1.1 o
(mm) ’ s (mm)
Weight 0.23 Weight 0. 087
(kg/m) (kg/m) ’
Dwg NO. | A47 Dwg NO. [ A48
~p_
) U
Thickness| 1.2 = .,,]:: Thickness| 1.2 5
(mm) .- (mm) [
8
Weight 0. 526 Weight 0. 548
(kg/m) (kg/m)
Dwg NO. | A49 Dwg NO. [ A50
J 0 *5
Thickness 1 L J J Thickness| 1 o ,,In ? =
(mm) (mm) R_9
60
Weight 0.519 Weight
(kg/m) (kg/m) 0.373
Dwg No. | A5l B Dwg NO.| A52
G @ ? ﬁ%
Thickness 1.2 Thickness 1.2
(mm) ) (mm) L .
62
Weight 0. 687 Weight 0. 602
(kg/m) (kg/m)
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Dwg NO.| Ab53 “ j lL Dwg NO. | Ab4 M
Thickness 1 L o J Thickness
(mm) . (mm) L L J =
8
weight | 0. 598 Weight | 0. 988 .
(kg/m) (kg/m)
Dwg NO. | A55 ? ﬁ Dwg NO.| A56 :
Thickness| | 4 L Thickness| 1.4
(mm) ' (mm)
2 . 115
Weight | 1.039 Weight | 0.203
(kg/m) (kg/m)
Dwg NO. | A57 Dwg NO. | A58
60
80
) J 5
Thickness| 1. 5 ., ? = Thickness| 1.5 ] i
(mm) o (mm) {[:ﬁ b
Weight | 0. 866 Weight | 0. 768
(kg/m) (kg/m)
Dwg NO. | A59 Dwg NO. A60 ﬁ m H
Thickness| 1.4 E]ij Thickness| 1.5 J J
(mm) I (mm) -
= il
Weight 0. 832 Weight
(kg/m) (kg/m) 0.922
Dwg NO. A61 Dwg NO. A62 3%
60
J Be .
Thickness| 1.5 ol o - Thickness L5
(mm) ]:ﬂ - (mm) :
Weight | 0. 696 Weight | 1,032 ' :
(kg/m) (kg/m)
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Dwg NO. | AB3 bwg NO. | 764
Thickness| 1.5 Thickness 1.2 ’Q‘
(mm) (mm)
13
Weight 1. 022 T Weight 1. 189
(kg/m) (kg/m)
Dwg NO.| A65 @ p Dwg NO.| A66
Thickness P Thickness 1.4 L J J
(mmy | 12 juj (mm)
3
Weight 1. 491 Weight 1.071
(kg/m) = (kg/m)
Dwg NO. ABT7 9 Dwg NO. A68 .
. . ° o
Thickness| 1 4 Thickness 1.1
(mm) (mm) =l b
. 15,5 . 8
Weight | 0.244 Weight | (, 553
(kg/m) (kg/m)
Dwg NO. | A69 G Ic Dwg NO. ATO G 3}
<
_ . M| E
Thickness| 1.5 " s Thickness| 1.2 o Ly
(mm) (mm) > a0 e
105
Weight | 1.259 Weight | 0.779 =
(kg/m) (kg/m)
bwg No. | AT1 bwg NO. | A72
= o o
Thickness| 0.9 Thickness| 1.4
(mm) (mm) e
69
Weight | 0. 199 19.5 Weight | 0.821
(kg/m) (kg/m)
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25.1 A
Dwg NO. A73 Dwg NO. A74
L'_ =—|L g éh L)
Thickness| 1.2 o) = U - Thickness| 1.2 05 o
(mm) & % (mm) = €
] A EI— Bt =
Weight 0.78 Weight 0.908
(kg/m) 66,4 | (kg/m) ‘ o
Dwg NO. | AT5 Dwg NO. | 6 |
N H v
Thickness| 1.2 ]! J . Thickness o p
(mm) (mm) s '
Weight [ 0.273 Weight
(kg/m) (kg/m) 0. 434
46.5
Dwg No. | AT7 Dwg NO.| A78
o & 5
Thickness| | 4 Thickness| 1.2 N Ly )
(mm) ) (mm)
e i —
Weight 1.04 Weight 0.77
(kg/m) 86.8 (kg/m) 53, 44
Dwg No. | AT9 e Dwg NO.| A80
i-l Cgr)) 113
Thickness 1.2 & Thickness 0.8
(mm) (mm) % [ — 2]
a
Weight 0. 57 | 2.2 | Weight 0.32
(kg/m) (kg/m)
115
Dwg NO.| AS81 Dwg NO. A82
20, 4
|
5 t
Thickness| | o 3 Thickness| 1.8 , S 3
(mm) ) (mm) g
)}
Weight 0. 247 weight | 1.71
(kg/m) (kg/m)
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Dwg NO. AB3 Dwg NO. A84
Thickness| 1.2 “ Thickness| 1.7
(mm) ‘I_ ] (mm)
Weight 0.22 Weight 0.33
(kg/m) (kg/m)
Dwg NO. | A85

Dwg NO. | A86

‘J 57,91
Thickness| 2.5 s P E Thickness| 1.2 =
(mm) Llh (mm)
139.5 63, 5
Weight | 2. 87 ' weight | 0. 33
(kg/m) (kg/m)
Dwg No. | 487

Dwg NO.| A88

Thickness Thickness| 1.5 N
3 .
(mm) (mm)
Weight
(ka/m) 0.58

weight | 0-72
(kg/m)

Dwg NO. A89 Dwg NO. A90

30 u_ o . | ]
Thickness 1 Vv Vv Thickness 1
(mm)

28.5
(mm)

Weight 0. 27 Weight 0.24
(kg/m) (kg/m)

Dwg NO. A91

Dwg No. | 798

Thickness 3

~ & Thickness 1.6 :
(mm) |—\v er—l & (mm)

Weight 1. 04 weight | 1.73
(kg/m) (kg/m)
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Dwg NO. | A99 Dwg No. | A100
81
Thickness 1.4 (l_‘ i Thickness| 1.2
(mm) ) ) (mm)
95.8
Weight 0.11 Weight 0. 56
(kg/m) (kg/m)
bwg No. | A101 bwg No. | A102 )
109.4
Thickness| 1.3 Thickness| 1.2
(mm) [ﬁ] H Fi B (mm) m @
| 123.5 | 110.6
Weight | 0.79 Weight | 0.69
(kg/m) (kg/m)
Dwg NO.| A103 Dwg NO. | A104
133.4
Thickness| 1.3 Thickness| 1.3
(mm) /1 @ @ @ (mm)
146.8 25.4
Weight Weight
(kg/m) 0.98 (kg/m) 0. 17
Dwg NO. | Al105 Dwg NO. A106
Thickness 1.3 Thickness 1.3
(mm) (mm) \=.
Weight 0.219 Weight 0. 086
(kg/m) (kg/m)
Dwg NO. | A107 Dwg NO. A108
Thickness| 4.8 @ Thickness| (. 9 _:[
(mm) (mm)
25
Weight | 1.57 Weight | 0.21
(kg/m) 50.8 (kg/m)
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Dwg NO.| A109 Dwg No.| Al10

44.8

Thickness 1.5 Thickness 0.9

(mm) (mm)

76.5
Weight 0.96 Weight 0.28
(kg/m) (kg/m)

Dwg No. | Alll Dwg NO.| Al12

35. 75 85. 75
Thickness 1.5 s ﬁ
* '

Thickness 1.5

(mm) (mm) [ u] -
Il = Il =
] L
Weight 1.13 Weight 1.64
(kg/m) (kg/m)
Dwg NO. [ A113 Dwg NO.| All4
” 45. 0000
Thickness = Thickness
1.4 g
(mmy | 10 Y, (mm)
(kg/m) (kg/m) 1. 8000——it

Dwg NO.| All5 Dwg NO.| A116

1 1
\ r' ql
40. 1353 60. 0000
Thickness Thickness| 1.3 )
1.8 8
(mm) (mm)
48. 3000
Weight | 1.11 Weight | ¢ 97 n
(kg/m) o (kg/m) 5 =
I—\ 0000
Dwg NO. | A117 : Dwg NO.
U

Thickness 13 Iy o e Thickness
(mm) |1:I (mm)
e_S1
Weight 0.77 | ; Weight
(kg/m) (kg/m)




